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Objectives. To provide background information and guidance as to how to use fractography

accurately, a powerful tool for failure analysis of dental ceramic structures.

Methods. An extended palette of qualitative and quantitative fractography is provided, both

for  in vivo and in vitro fracture surface analyses. As visual support, this guidance document

will provide micrographs of typical critical ceramic processing flaws, differentiating between

pre-  versus post sintering cracks, grinding damage related failures and occlusal contact wear

origins and of failures due to surface degradation.

Results. The documentation emphasizes good labeling of crack features, precise indication

of  the direction of crack propagation (dcp), identification of the fracture origin, the use of

fractographic photomontage of critical flaws or flaw labeling on strength data graphics. A
trength

oughness

ear

atigue

nterface

ailure

compilation of recommendations for specific applications of fractography in Dentistry is

also  provided.

Significance. This guidance document will contribute to a more accurate use of fractogra-

phy  and help researchers to better identify, describe and understand the causes of failure,

for  both clinical and laboratory-scale situations. If adequately performed at a large scale,

fractography will assist in optimizing the methods of processing and designing of restorative
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materials and components. Clinical failures may be better understood and consequently

reduced by sending out the correct message regarding the fracture origin in clinical trials.

©  2017 The Academy of Dental Materials. Published by Elsevier Ltd. All rights reserved.
1.  Foreword

First, the authors would like to make it clear that this paper by
no means seeks to repeat or replace any of the current stan-
dards [1–3] or published books that have marked the field of
fractography and failure analysis [4–8]. The National Institute
for Standards and Technology (NIST) recommended practice
guide by George Quinn, which has been recently updated, con-
tains all the information needed for a fractographer to perform
good descriptive (qualitative) and quantitative fractography
and is available online at no cost [8].

This paper intends to provide selected guidance to assist
any researcher who is starting to use dental fractography
for in vitro or clinical failures in documenting and report-
ing the relevant findings appropriately. The focus of this
paper as presented is on fractographic principles observed
on brittle facture planes, as found in ceramics. Fractography
of resin composites lies beyond the scope of this guidance
project. Currently, the quality of the information delivered
in the literature varies significantly, depending on the level
of expertise of both the researcher and the reviewer. These
guidelines therefore should help researchers to adopt a more
standardized methodology for reporting fractographic data,
especially within the dental literature, so that the discus-
sions and conclusions drawn are fully supported by a thorough
fractographic analysis. Specific documented examples of frac-
ture origins identified on both in vitro specimens and in vivo
restorations or replicas will reinforce the key role played by
fractography in the dental field in relation to quality control,
processing, prosthesis design, surface grinding damage, and
in situ surface wear degradation. The examples presented
herein are meant to open a new analytical dimension to
strength-testing papers and studies dealing with clinical com-
plications (survival and success rates) that usually list the
existing fractures or chippings but rarely perform any type
of fractographic failure analysis. With the currently available
knowledge delivered through standards, books, scientific arti-
cles, and hands-on training courses, the dental community
still needs to become more  involved in applying this powerful
analytical tool accurately.

2.  Introduction

The first use of clinical fractography in the dental litera-
ture involving ceramic clinical failures goes back to 1989 and
1990, when Kelly et al. started to analyze fracture surfaces
of failed all-ceramic dental restorations with the objective of

finding the fracture origin [9,10]. Since then, the use of frac-
tography has increasingly grown particularly in the past 10
years for both in vitro lab-scale specimens or in vivo ceramic
restorations. Fractography is a powerful tool that allows for
an accurate failure analysis based on the interpretation of
microscopic fracture surface features that reveal the direc-
tion of crack propagation, pointing back to the origin or
cause of failure. Fractography can be performed in a quali-
tative or descriptive way by means of recognition of surface
crack features that indicate the direction of crack propaga-
tion. This method is mostly used in clinical failure analysis
[8,11–29]. Quantitative fractography is applied in materials
engineering studies and provides quantitative measurements
of fracture surface features, particularly the critical flaw (ori-
gin), which has a specific shape and size and is used to
determine the fracture toughness or the fracture stress based
on fracture mechanics relations [30–32]. Such quantitative
evaluation has been applied to fractured clinical ceramic
restorations, allowing determination of flaw sizes and estima-
tion of failure stresses [17,28,29,32,33]. Fractures may occur
from critical stress concentrations, cyclic fatigue assisted by
stress corrosion (slow crack growth), or from a combination
of mechanisms involving processing methods and restoration
design. Interpretation of clinical failures is not always straight-
forward as it is highly dependent on the available recovered
parts and on the ceramic microstructure, glasses being eas-
ier to analyze than polycrystalline ceramics. Nevertheless, if
the fractographic analysis is accurately performed, the infor-
mation obtained may disclose relevant processing or design
problems and then, measures can be taken to avoid similar
failures in the future. The findings obtained from fractogra-
phy have a key role to play in the mechanical performance of
the product, the development or improvements of materials,
in the manufacturing and design, in the handling, laboratory
grinding adjustments and finishing/polishing procedures. The
dental materials researcher, while testing existing products or
new materials under development, can help to raise aware-
ness of potential causes of failure and provide the necessary
feed-back to all the actors involved.

Both descriptive and quantitative fractography should be
part of research projects in which ceramic fracture is involved,
whether during testing or clinical trials. The selected exam-
ples in this paper will show the various applications of
fractography as a valuable and necessary tool to perform fail-
ure analysis on fractured surfaces of dental ceramics. Along
this text the reader will find documentation regarding crit-
ical flaw identified on the fractured parts of dental ceramic
in different testing conditions, such as flexural strength, frac-
ture toughness, multilayer interfaces, thermal stress, fatigue,
clinical use and wear.

3.  Qualitative  fractography  (in  vitro)
Qualitative fractography is performed by means of optical
tools such as a stereo microscope, SEM, Field emission—SEM
usually combined with Energy Dispersive X-ray spectroscopy

dx.doi.org/10.1016/j.dental.2017.03.004
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Fig. 1 – Schematic and illustration of a zirconia bend bar under 4-point flexure test. The fracture origin is to be searched on
the tensile side. A compression curl is usually easy to see and will be located at the compression side. The two
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tereomicroscope images show a side view (left) and fractur

EDX) in case of a localized need for elemental identification.
etailed reading on tools and equipment can be found in
eorge Quinn’s practice guide of fractography [8].

.1.  Origins  in  strength  testing

eramics are known to have a brittle behavior, with only
pproximately 0.01% of elastic elongation and no detectable
lastic deformation. Therefore, linear elastic fracture mechan-

cs (LEFM) is applicable to ceramics and describes stresses at
rack tips, slow and fast crack growth and catastrophic failure
hen the stress states have exceeded the materials’ fracture

oughness. Identification of crack origins from which the frac-
ure started to propagate can provide valuable information
very time new material developments or designs are cre-
ted. Determination of relevant mechanical properties such
s (i) fracture toughness (KIc), relating defect size and stress at
ailure, (ii) strength, for which a probabilistic approach using
he weakest link distribution is involved, or (iii) fatigue test-
ng establishing fatigue limits, will regularly include the use
f fractographic analysis.

When carrying out a strength test with ceramic materials
ne needs to remember that all materials have an inherent

opulation of defects (also called flaws) due to processing,
hich include powder composition (purity, homogeneity),
owder compaction (pressing parameters, agglomerate size,
owder friction), sintering (cracks and pores), presintered
face (right) of the broken zirconia bend bar.

or solid state sintered ceramic machining and handling
(scratches, edge chipping, cracks) [34]. These defects vary in
size, shape, distribution and orientation. They are either vol-
ume  distributed from the fabrication process (pores, large
grains, inclusions) or surface distributed from surface treat-
ment (precracks, edge chips, machining scratches or grooves)
[34]. The material will fail when the nominal strength is over-
come by the stress peak concentrated around a defect. An
example of brittle fracture is shown in a zirconia bend bar
(Fig. 1). The tensile side is at the bottom where the origin is
found. A compression curl is at the top where the compression
side is located. Flexure testing usually will show a compres-
sion curl on the opposite side to the failure origin. The very first
approach using fractography of strength tested specimens is
to orient the broken surface such as to have the tensile side
at the bottom and compression side at the top. The compres-
sion curl is usually very easy to identify on bend bars and a
quick stereomicroscope image  with the right lateral illumina-
tion will highlight relevant fracture features including the area
of the fracture origin (Fig. 1). Further SEM analysis (Fig. 2) at
higher power will allow identification and characterization of
the type of flaw responsible for failure.

Similar porous regions, as shown in Figs. 2c and 3 bc, are the
result of interstices or pores remaining between agglomerates

that underwent poor deformation during powder compaction.
Zirconia grains that sintered freely in air (i.e. unconstrained
sinter conditions) will have round shaped grains versus a more

dx.doi.org/10.1016/j.dental.2017.03.004
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Fig. 2 – Standard documentation of a bend-bar
strength-test failure. On the overview (a), the orientation of
the specimen is labeled (compression curl on top), the
direction of crack propagation (dcp), the origin (on the
tensile side, bottom). The close-ups (b,c) of the origin
should provide enough details with respect to volume,
near-surface or surface generated flaws. (c) taken at
12,000× magnification shows the origin being a porous
region (∼10 × 10 �m)  between agglomerates during
compaction. The zirconia grains are free air sintered as
seen from shape of the grains which are round versus the
more  angulated grains on the bulk fractured surface as a
result of inter or transgranular fracture (data from Ref. [35]).

Fig. 3 – Critical flaws representing failure origins in
lab-scale tested 3 Y-TZP bend bars. (a) shows a surface flaw
from rough (120 �m)  grinding on the tensile side of a
specimen. Black arrows indicate the dcp based on fine
hackle radiating outward; (b) shows a surface connecting
origin of a porous region (20 × 25 �m)  related to pressing
powder agglomerates. Inside the porous region, the grains
are free-air sintered (round); (c) shows a volume located
origin from a large void defect between agglomerates or
granules from powder pressing. The center of the defect
shows again free sintered grains. Hackle are radiating from
this pore outwards and indicated by black arrows for the
dcp. All these defects are representative of processing
angulated grain shape seen on the bulk fractured surface as
a result of inter or transgranular fracture. The shape of the

grains (round versus angled) may serve as a diagnostic tool
during failure analysis and thus understand if the defect was
introduced before or post sintering. An example is given in
issues (data from Ref. [35]).

Fig. 4, which shows grinding cracks introduced in a zirconia
bend bar in the presintered state. Later in this paper, grind-

ing cracks in the presintered state resulting from reshaping
zirconia CAD–CAM framework will be shown (Figs. 14 and 15).

dx.doi.org/10.1016/j.dental.2017.03.004
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Fig. 4 – Fractured surface of a zirconia bend bar. The
free-air sintered grains (within a fissure space) are
round-shaped (red arrows) whereas the grains on a bulk
fractured surface post-sintering are angulated in shape as a
result of transgranular or intergranular fracture.
Recommendation1:  When documenting and identifying critical
flaws in strength tests (bend bars, biaxial discs), the
fractographic analysis should provide an overall image
(Figs. 1–3) of the broken part at low magnification so as to
allow clear detection of both the tension and compression sides
(signaled by a compression curl), as well as intermediate and
high magnification images of the origin (Fig. 2b,c). Photographs
should be labelled with the direction of crack propagation (dcp),
the origin and all other key fracture surface features (fracture
mirror, hackle, wake hackle, twist hackle, arrest lines,
compression curl) to confirm the fracture orientation. A view at
a slight angle showing simultaneously the fracture surface and
the surface in tension is helpful in verifying if the origin is
connected to the surface or near surface and if specimen
processing (such as grinding, sandblasting) is related to the
failure origin (Fig. 3a). The origins, which are of key interest in
failure analyses, should also be photographed at high
magnification (Figs. 2c and 3) in order to allow discussions
r

3

S
r
b
d
d

[43]. Depending on the fracture mechanics literature the flaw
egarding the type of flaw that was responsible for fracture.

.2.  Origins  labeled  in  Weibull  or  S–N  graphs

pecimens of the same ceramic material will not fail at one
eproducible strength value but will have a strength distri-

ution value based on their flaw population. The Weibull
istribution is based on the theory that the largest structural
efect in a loaded body controls it’s strength [36]. The Weibull
( 2 0 1 7 ) 599–620 603

two parameter distribution contains a scale (�0) and a shape
parameter (Weibull modulus, m).  The scale parameter is called
the characteristic strength �0 and corresponds to the 63.2%
failure probability (see Fig. 5) whereas the Weibull modulus m
indicates the homogeneity of the strength data, thus express-
ing reliability. A Weibull modulus in the range between 10
and 40 is related to ceramic materials with less variation dur-
ing strength testing, i.e., a narrow flaw population and overall
improved quality. A low m (between 1 and 10) means a wide
distribution, large spread and low reliability, which requires
improvement and thus a closer look at the reasons for fail-
ure. Generally speaking, increases in strength and reliability
will come from a significant reduction in the critical flaw size
by means of improvements made to the processing methods.
A thorough and practical review of the Weibull analysis illus-
trating the importance of flaw size distributions when using
different test configurations has been published by Quinn and
Quinn [36]. The authors analyzed every single specimen and
identified different failure mechanisms leading to clustered
flaw populations. An important prerequisite for a thorough
Weibull analysis is a sufficient number of specimens. A sound
analysis is based on thirty or more  samples in a group (EN
843-5). What is very helpful in the data analysis is to present a
fractography montage in conjunction with a Weibull strength
graph [1,8,37], or to follow-up with SEM fractographic analysis
to show the type of flaws encountered during strength testing
[38–41]. Overlooking the step of identification of the critical
flaw population may lead to wrong conclusions when compar-
ing reliability data between materials or when claiming that
one ceramic is significantly stronger or weaker than another
without understanding the causes of fracture. An example of
a fractographic montage is given in Fig. 5.

Similarly to strength specimens, fatigue tested specimens
should also be fractographically analyzed for critical flaw
assessment. The type of flaw (ceramic processing or surface
induced) can be labeled directly on the S–N plot (Fig. 6) and
selected fractographic images of the critical flaws  discussed to
explain the findings. The early and high stress cycles may acti-
vate a different population of flaws compared to that activated
in specimens cycled for longer times. In a S–N (Wöhler) fatigue
study on 3Y-TZP [42], S–N data showed that processing defects
(pressing of powder granules) were primarily activated under
conditions of high stress/low cycle (<2000) fatigue, whereas
the grinding surface flaws were the dominant ones when sub-
jected to low stress/high cycle (from 2000 to 106) fatigue. Of
course the location, size and shape of the critical flaw, whether
intrinsic or from grinding, have to be considered, as well as the
stress level and loading direction.

4.  Quantitative  fractography  (in  vitro)

Fracture toughness (KIc) expresses the material’s resistance
to unstable crack extension and is a design relevant mate-
rial property. A separate ADM guidance document introduces
the principles of fracture mechanics and fracture toughness
size is denoted either “a” or “c”. The following relationship
KIc = Y �f

√
a (Griffith Criterion, Eq. (1)) [1,8,44] describes the

critical stress intensity factor, KIc, which is linked to a stress

dx.doi.org/10.1016/j.dental.2017.03.004
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Fig. 5 – Example of a fractographic montage superimposed on a Weibull strength distribution with confidence intervals of
3Y-TZP bend bars. Failure origins of selected specimens within the Weibull distribution are shown in stereo and SEM
images. Fracture origins are sintering pores and grinding damages, flaws  at corners or near corners (nc) or pores located in
the volume or near the surface resulting from the compaction process. The Weibull �0 = 1028 (963–1099) MPa shows a mix  of
specimen preparation problems and intrinsic processing defects, which contribute to a rather low reliability, as indicated by
the m value of 6.97 (4.9–10.0) (data from Ref. [35]).

of 30
NB: Weibull estimates should be performed on a minimum 

at failure (�f), a crack depth (a) and a stress intensity shape
factor coefficient Y which will range between a value of 1.1
and 1.99 depending on the overall crack shape (width 2c and
depth a). The crack depth can be precisely calculated [31,45] or
approximated from crack depth over width (a/c) ratios [8,44].
One has however to be familiar with finding the origin using
fractography and measuring the correct critical crack size for
fracture toughness determination [17,31,32]. The extent of the
critical flaw size a is defined by the area of the fracture mirror
which is typically a smooth and semielliptical region around
the fracture initiating defect [8]. Several fracture toughness
tests exist and among them is the Surface-Crack in Flexure
(SCF) [8,44], which requires specific crack size measurements
using fractography. A few research papers in the dental lit-
erature have applied this test successfully [46–48] and have
provided images to show the delineated critical crack size for
fracture toughness calculation.

One interesting aspect of failure analysis is to work with
the parameters in Eq. (1). Hence, toughness can be estimated

from crack size and stress measurements [31] (Fig. 7), or stress
can be estimated from crack size and known toughness val-
ues [49], or estimates of crack sizes can be given from known
 strength data which was not the case in this example.

toughness and stress information when one has to find the
fracture origin and wants some magnification scale informa-
tion to search for it. However, it is important to keep in mind
that the material needs to meet the requirements of LEFM, and
that failure must have occurred from a remote stress field and
in mode I (tensile crack opening). An example of chip dam-
age induced from grinding and viewed on a mirror polished
bonded interface is shown in Fig. 7. The chip depth is assimi-
lated as a critical flaw of a crack size (a) (Eq. (1)). Fracture stress
estimates were calculated from Eq. (1) based manufacturer’s
KIc and then extrapolated to potential losses of strength when
comparing to the manufacturer’s reported strength [49,50].

The well delineated fracture origin in Fig. 7 has a pecu-
liar microstructure that differs from the bulk microstructure
and corresponds to excessive grain growth. This is due to
a localized concentration of 2.8 wt% of CaO used as a sin-
tering catalyst and was detected by energy dispersive X-ray
spectroscopy (EDX). This flaw, made of large grains, was the
fracture origin and was responsible for the low fracture stress

(680 MPa) in this 4-point bending fractured bend bar specimen.
The critical flaw (a) measured 13 �m deep and 37 �m wide (2c).
The calculated critical stress intensity shape factor Ydepth is

dx.doi.org/10.1016/j.dental.2017.03.004
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Fig. 6 – Example of fractographically labelled S–N data. Failure origins of selected specimens within the fatigue test are
shown by SEM images. Location of fracture origins in bend bars are flaws  from pressing, grinding or corner cracks (data
from Ref. [42]). The red arrow is for a pressing defect on the S–N data points. (For interpretation of the references to color in
this figure legend, the reader is referred to the web version of this article.)
Recommendation 2: Fractographically identified fracture origins are marked on the Weibull strength distribution plot (Fig. 5) or on a
fatigue S–N curve (Fig. 6). Hence, the flaws responsible for failure can be differentiated between intrinsic to the ceramic (sintering
pores, voids from compaction of granules or agglomerates, inclusions, impurities, etc.) or related to sample preparation (grinding,
specimen preparation) and testing issues (Figs. 2 and 3). The weakest specimens should be analyzed with great interest as they
represent early failures at stresses at the lower end of the distribution. Their critical flaws should be compared with those of the high
s
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.4 using solutions from Scherrer et al. [48]. Hence, the result-
ng fracture toughness using Eq. (1) would be in this case only
.4 MPa

√
m which is rather low compared to the usual value

f approximately 4.5–5 MPa
√

m reported for 3Y-TZP.
By using the backscattering mode in the SEM, it becomes

ften possible to highlight structure features and distinguish
ifferent phases, which can complement a first SEM image.
s an example, Fig. 8 shows another zirconia specimen of the
ame research [35] with a failure origin from excessive grain
rowth similar to that seen in Fig. 7. The backscattering mode
t 3500× reveals many  large grains forming one large criti-
al flaw activated during 4 point-bending. For this particular
pecimen, the fracture stress �f was 586 MPa, the measured
ritical flaw depth a = 20 �m and width 2c = 60 �m,  the calcu-
ated Ydepth = 1.42 using Scherrer et al. [48]. Based on Eq. (1), the
alculated K was 3.7 MPa

√
m.  One explanation for such low
Ic

oughness may be the additional processing step of post sin-
ering Hot Isostatic Pressing (post-HIP) performed at 1400 ◦C
for 2 h which, together with a 2.8 wt% of CaO, may have con-
tributed to this localized grain growth.

The problem of contamination or detrimental chemical
additives involved with the failure origin is illustrated in Fig. 9
to which EDX was added. Two failure origins from strength
testing are documented in 3Y-TZP bend bars. The first one is
a large pore at the failure site containing alumina particles,
possibly from powder contamination. The second is a flaw
containing a concentration of 2.8 wt% CaO, which contributed
to localized grain growth, weakening the zirconia and from
which the crack started (data from Ref. [35]).

5.  Qualitative  fractography  (in  vivo)
5.1.  Origin  identification  using  a  systematic  approach

As with lab-scale in vitro specimens, fractographic failure
analysis has to be systematic in its approach. The very first

dx.doi.org/10.1016/j.dental.2017.03.004
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Fig. 7 – Fracture origin in a 3Y-TZP bend bar fractured in 4
point-bending. The critical flaw has a crack depth
(a) = 13 �m,  a crack width (2c) = 37 �m,  a fracture stress
(�f) = 680 MPa and a calculated critical intensity shape factor
Ydepth = 1.4 using Scherrer et al. [48]. Hence, the estimated
fracture toughness in this case would be KIc = 3.4 MPa

√
m

(data from Ref. [35]).

objective is to be familiarized with all the possible fracture
surface features encountered in ceramics. The best available
reference for that is the NIST recommended practice guide
for fractography of glasses and ceramics by George Quinn
[8]. Several clinical papers have since then used a system-
atic approach for clinically failed specimens [8,11–25,32] and

it is gaining momentum within the dental research com-
munity but never or rarely [20] used in clinical trials when
reporting ceramic survival or failure rates. The purpose in this

Fig. 8 – Backscatter viewing mode of a critical flaw made of
excessive grain growth in a 3Y-TZP after post-sintering HIP
and 4-point bending strength test.
3 ( 2 0 1 7 ) 599–620

guidance document however, is not to repeat the content of
reference papers but to provide a relevant hints on the major
help of using fractography when attempting to understand
the reason for premature failure of a clinical component. The
cause of failure usually goes back to design issues, processing
induced damage (manufacturer, lab and clinician) or surface
contact damage and material degradation from the mechani-
cally harsh environment of the oral cavity (i.e., peak loading,
cyclic loading, friction or abrasive wear, excessive contact
pressure, bruxism, multidirectional chewing, off-center load-
ing of implant supported ceramic restorations, water and
temperature exposure, slow crack growth, aging). In most
cases one would find a combination of the above listed factors
involved in the fracture process.

For each clinical failure, maximum of information should
be collected before starting the fracture analysis. These
include: (1) intra-oral pictures to secure the anatomical ori-
entation of the fracture, (2) crown number in the FDI system,
(3) knowledge of the ceramic material (core, veneer), (4) time to
failure, (5) circumstances of the fracture event as provided by
the patient, (6) retrieval information by the clinician (including
cementation/adhesive luting procedures). Further documen-
tation by the fractographer will include stereo microscopy and
SEM. The photographic documentation should follow a sys-
tematic approach [8,11,12,17,25,32] with (1) correct orientation
of the entire broken part (occlusal surface on top), (2) labeling
of the specimen regarding orientation (mesial, distal, buccal,
palatal or lingual, (3) targeting zones of interest for detailed
analysis and mapping the direction of crack propagation over
the entire fractured part based on the correct identification
of characteristic fracture surface features (wake hackle, twist
hackle, arrest lines, compression curl and more)  within these
zones. It is important to give photographic evidence for such
mapping. The origin should be thoroughly searched and at
least a location identified from which the crack has started. If
identified, than at least one higher magnification image  of the
origin is needed.

Clinical failures are often more  complex than lab-scale fail-
ures, the latter being rather straightforward with regards to
fractographic analysis. Unfortunately, due to an incomplete
fractographic approach, some fractures of broken parts may be
wrongly identified as an origin because the whole fracture sur-
face was not properly analyzed in terms of direction of crack
propagation (dcp). Hence, a secondary fracture event may be
confused with a crack origin if only one picture is shown.
Fig. 10a illustrates such a misleading documentation. It corre-
sponds to a partial view of fractured zirconia abutment which
was directly veneered for a premolar crown reconstruction
and screwed onto a titanium implant. The fracture occurred
after 2 years of intra-oral use. The shoulder part of the abut-
ment shows a chip fracture (Fig. 10a) which looks like the
origin (white arrow) but in fact this is only a secondary fracture
event. This can be proven by the very fine hackle lines indicat-
ing the main crack direction, as pointed by the black arrows.
Looking at a different image  further up (Fig. 10b), the frac-
ture origin is clearly situated at the internal angle (large black

arrow), below the screw head. A large twist hackle is visible
emanating out of that corner followed by many  fine hack-
les indicating the dcp (Fig. 10c, 800×). Chip damage on that
inner side of the corner can be observed in connection with
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Fig. 9 – Failure origins in 3Y-TZP bend bars. EDX combined with SEM allows identification of contaminants composition.
The top image shows alumina particles inside a pore within a critical flaw (a 20 × 30 �m)  connected with the tensile surface.
The bottom image shows a critical flaw of 14 �m in depth containing 2.82 wt% CaO responsible for grain growth.
Recommendation 3: When identified fracture origins show problems such as inclusions, second phase grains, contaminations or
abnormal grain growth, a chemical spectral analysis should be performed within the critical flaw (Fig. 9) for feed-back in relation to
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rocessing issues. When possible, make  use of the backscatterin

he crack origin. Reasonable speculation can be made that
hese damages were created during the screw tightening or
crew contact while the crown is cyclic loaded during function.
his case is further documented in Fig. 11 with the purpose
f having an overall robust stereomicroscope documentation

n which the various origins, dcp, and secondary chipping
ractures are clearly indicated. These secondary events are
isible on both mesial and distal shoulders as well as at the
rea of direct contact with the screw head. The chipping frac-
ure at the screw head contact (slight metal traces visible on
he inside) was arrested in the zirconia abutment. The black
rrows show the overall dcp. The red arrows indicate multiple
racture origins at the corners. Fig. 11c,d shows both fractured
arts joined together in which the crack pattern is visible as
ell as the missing chipped ceramic at the shoulder level (sec-
ndary event). When available, assembling matching parts is
ssential in fractography to better understand the fracture as
t provides information about the overall crack pattern, crack
ifurcation, crack branching, presence of cone cracking and
issing parts. In clinical dentistry, this has been very effi-
iently applied to recovered all-ceramic crowns using only
tereo microscopy [21,22] before adding SEM for more  detailed
iews of the origins located at the crown margins [26]. A ref-
rence paper by Quinn et al. [11] has introduced this method
de to better visualize the critical flaw (Fig. 8).

to the dental community reassembling broken parts on three
whole all-ceramic restorations and successfully describing the
failure event, mapping the crack propagation along the frac-
tured surfaces, and identifying the fracture origin. Usually the
half showing a better view of the origin is published, but the
other half should be also kept as a back-up to confirm the
initial findings [15].

5.2.  Origin  related  to  manufacturer  processing

Processing flaws from the manufacturer may be involved in
the premature failure of a clinical component. The case pre-
sented in Fig. 12 is the same as in Figs. 10 and 11. On the rim
connecting the simultaneous developing corner crack origins
on both sides (see stereomicroscopy in Fig. 10), a close-up view
(Fig. 12c,d) in the area of the central white rectangle shows
multiple cracks. Possibly these were introduced during the
pre-sintered state machining of the abutment part. This area
involves a screw contact and is considered sensitive to damage
[25,51]. The manufacturer should therefore have some means

to facilitate crack detection in the green state before sintering
and packaging the block for sale. Fluorescent penetrant liq-
uids, water-washable and water-based (such as Ardrox

®
920A,

Chemetall), are used in the aeronautic industry and also for
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Fig. 10 – Fracture of a veneered zirconia abutment screwed
onto a titanium implant. Fracture occurred after two years
of intra-oral use. (a) shows a secondary chip fracture at the
shoulder level which should not be confused with the
fracture origin seen in (b) and (c). If only (a) is shown in a
paper claiming this chip-fracture to be the origin of the
critical fracture of the abutment-crown, then an erroneous
message will be delivered. On the same image a more
expert understanding of the fracture surface and its
interpretation will recognize the presence of small hackle
indicating the prime direction of crack propagation (dcp,
black arrows). (b) and (c) show the correct origin of the
critical crack located at the corner. A major twist hackle is
emanating from it rotating outwards. Further fractographic
documentation of this case is provided in Figs. 11 and 12.
3 ( 2 0 1 7 ) 599–620

zirconia to reveal cracks as the fluorescent liquid penetrates
any crack and shines in a UV chamber. An example of such
non-destructive quality control performed by manufacturers
is shown in Fig. 13. These cracks cannot be repaired and this
piece is to be discarded in order to avoid a useless sintering
process and valuable working time loss. Other methods for
crack detection have been evaluated for dental ceramics using
light microscopy, SEM and fluorescence microscopy [52], the
latter being the most efficient crack detecting method. Overall,
more quality control should be performed both at the manu-
facturer and dental technician level when working with brittle
materials in which microcracks can be introduced during the
processing steps. Zirconia frameworks should all undergo at
least a transillumination screening test after sintering (Fig. 14)
before applying the veneering ceramic.

5.3.  Cracks  related  to  laboratory  processing

5.3.1.  Presinter  grinding  damage
Descriptive fractography can also be used for elucidating
cracks in zirconia. Undetected cracking in the presintered
state can occur and is often only visible after sintering using
transillumination. Due to the translucent nature of dental
ceramics a lateral illumination with a light source combined
with a stereomicroscope helps detecting the presence of
cracks in the bulk of a restoration. At this stage, the cracked
part cannot be clinically used anymore but it can serve the
purpose for determining when the crack was introduced (i.e.,
pre- or post-sinter). An example of such a fractographic case
analysis using a systematic approach is given in Fig. 14, show-
ing a crack running from the margin up along the side wall and
through the thickness of a zirconia framework using transillu-
mination. Traces of grinding tools are visible at the margins. As
with the in-vitro bend bars, a close-up examination of the frac-
ture surface under the SEM will indicate the direction of the
crack propagation on the open fracture surface as well as the
shape of the grains. When free-air sintering occurs, the grains
have a round shape as opposed to angulated when fractured
after sintering. Pre-sinter cracks can occur from the CAD–CAM
machining tool in the green state or from reshaping with burs
by the dental technician. In order to analyze the fractured sur-
face under the SEM, the cracked area will be cut off a few
millimeters away on each side of the crack and separated at
the bottom of the crack. The two halves are then labeled (part
#1 and part #2) and further analyzed under SEM (Fig. 15).

Both parts are seen in Fig. 15 showing the grinding marks on
the outer surface near the margin (Fig. 15a). A higher magni-
fication (Fig. 15b, 12,000×)  of the grains on that surface (black
rectangle) reveal that they are round, which means uncon-
strained free air sintering. Confirmation is provided with part
#2 in which the compression curl is clearly visible on the inner
side (Fig. 15c), confirming that the direction of crack propa-
gation (dcp) moved from the outer surface of the framework
(where the grinding marks are) towards the intaglio surface. A
higher magnification in Fig. 15d (50,000×) shows quite rounded
grains from unconstrained sintering due to a crack introduced

during green state grinding.

Another example of grinding cracks is shown in Fig. 16, a
clinical failure of a zirconia 4-unit bridge after 9 months of
intra-oral use. In this instance the embrasure region between
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Fig. 11 – Procera zirconia abutment directly veneered for crown restoration screwed onto a Titanium implant. Fracture
occurred after 2.5 years in-situ. Matching halves are joined together with some material loss visible at both margins (mesial
and distal). Failure origins are marked with red arrows. The crack propagation direction is marked with black arrows.
Secondary events (2nd) are visible at the margins (loss of material) as well as at the level of the screw head contact showing
starter cracks from the inside towards the outside on both sides but confined to the zirconia framework (more failure
analysis of this case in Fig. 12) (For interpretation of the references to color in this figure legend, the reader is referred to the
web version of this article.)
Recommendation 4: Clinical failures should be documented using a systematic approach [12]. An overall view image is needed
showing the mapping of the crack propagation direction supported by higher magnifications of key fractographic features. The origin
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hould be carefully identified. Reassembling broken parts should

he premolar pontic and the molar abutment crown was
eshaped by the dental technician, most certainly to create
ufficient space for the papilla. The purpose here is to show
he grinding damage in the presintered state at the embrasure
egion. How do we  reach this conclusion without looking at the
hape of grains? The answer is given by zooming in with the
EM at that site. A preliminary search for hackle lines moving
rom the bottom to the top (not shown here) made us focus
n the embrasure region (Fig. 16a,b). A closer view (Fig. 16c,
500×) of the embrasure shows tool marks (little steps) from
ur adjustment as well as cracks. Further zooming in with
he SEM at 5000× magnification (Fig. 16d) shows horizontally
unning cracks over 100 �m distance in between the grinding

ark. Failure of the cracks to fuse during the sintering pro-
ess is an indication that the cracks were introduced in the

resintered state during framework reshaping by the dental
echnician possibly to create more  space for the papilla.
erformed every time matching pieces are available.

5.3.2.  Failure  from  interfaces
Issues related to multilayer interfaces is extensively addressed
in a separate ADM guidance document [53]. Descriptive
fractography is essential for assessing the correct failure
cause, especially when interfaces are involved. The laboratory
layering technique over a zirconia framework can unfortu-
nately introduce many  stress related problems due to CTE
differences, irregular veneering ceramic thicknesses, con-
taminations, poor wetting or air entrapping. Temperature
gradients exist throughout the veneering ceramic over the
zirconia core as well as thermal residual stresses which are
accentuated near the interface when fast cooling is performed
[54–68]. Such residual stresses close to the interface are often
considered as major contributors to premature veneering
ceramic chip-fractures. If in addition, defects such as trapped

air pockets (i.e., bubbles) are incorporated during the layer-
ing technique at the interface where thermal residual stresses
are concentrated, premature fracture will occur as shown in a
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Fig. 12 – Same case as described in Figs. 10 and 11. Further SEM analysis of the inner rim show evidence of major precracks
spread over the entire length of the rim, thus weakening the structure. These cracks are related to manufacturer processing
problems.

Fig. 13 – Zirconia green body framework dipped in Ardrox
®

920A, a water-washable and water-based fluorescence
liquid, revealing a crack in a UV chamber (image courtesy
of Diadem, F).
Recommendation 5: When zirconia fractured parts are available
such as abutments, implant or, bridge frameworks involving
connectors, one should search for additional processing issues
such as sintering problems, compaction, and presintered state

grinding induced cracks.

clinical case in Fig. 17. This implant supported central incisor

crown, consisting of a 3Y-TZP core and a fluorapatite veneer-
ing ceramic, fractured after 2 months of intra-oral use. The
fractographic findings point back to a fracture origin being
an important (0.6 × 1 mm)  central void between the veneer-
ing ceramic and a liner layer over the zirconia core. The crack
started from the edge of the pore at the red arrows, radiating
outwards and propagating along the white and black arrows
with a twist around the pore as confirmed by the presence
of fracture surface features (i.e., hackle, wake hackle, twist
hackle, arrest lines). The central pore comes from the layer-
ing technique entrapping some air and creating a stress state
around the pore [54,57]. Thermal residual stresses may have
contributed to this early failure even though the dental tech-
nician used a compatible veneering ceramic (e.max Ceram,
coefficient of thermal expansion CTE = 9.5 10−6/◦K) and slow
cooling. Thermal stress gradients remain distributed within
the veneering ceramic but their magnitude and distribution
is complex as so many  parameters play a role (�CTE, fir-
ing parameters, veneering ceramic thickness, core-veneering
ceramic thickness ratio, zirconia-veneering ceramic interface).
In this case, the thickness of the veneering ceramic was quite
important (≥2 mm).  From experimental data, it is known that
increasing the thickness ratio of the veneering ceramic to the
zirconia core will increase the development of residual ten-
sile stresses [55–58]. Interestingly – in contrast to common
believe among dentists – the chipping event occurred com-
pletely in the veneering layer without touching the interface.
In most fractographic studies, a thin remaining veneer layer

was detected on the zirconia interface. This layer presents evi-
dence of residual stresses close to the interface [67–69]. From
a clinician’s perspective the fracture plane appears whitish
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Fig. 14 – Crack visible through transillumination on a sintered zirconia crown framework. View from the outside (a) shows a
crack from the margin up along the side wall as well as through the thickness as visible from the inside (b). Note grinding
m
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arks near the margins.

nd the conclusions are drawn too quickly. The reader may

lso consult a clinical veneering ceramic failure case involving
hermal residual stresses and fully documented with fractog-
aphy and EDX analysis [16].

ig. 15 – SEM fracture surfaces of both matching sides (#1, #2) of 

rinding marks are visible on the outer surface near the margin 

urface (black rectangle) can be seen to be round in shape, which
art #2 in which the compression curl is clearly visible on the in

dcp) moving from the outer surface of the framework (were the g
agnification in (d) (50,000×) shows quite round grains from fre

rinding.
ecommendation 6: Pre- or post-sinter cracking in zirconia can be de
5.4.  Origin  related  to  contact  wear
Contact wear from chewing is a physiological event. The
amount of wear will greatly vary among individuals as it will

the crack in the zirconia framework illustrated in Fig. 13.
(a). At higher magnification (12,000×) the grains on that

 means free air sintering (b). Confirmation is provided with
ner side (c) confirming the direction of crack propagation
rinding marks are) towards the intaglio surface. A higher

e air sintering due to a crack introduced during green state

termined by looking at the grain morphologies.
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Fig. 16 – Clinical fracture of a zirconia 4-unit bridge after 9 months of intra-oral use occurred between the premolar pontic
and the molar crown abutment. The embrasure region is marked with a white arrow. Higher magnifications (c,d) show
grinding marks from a bur as well as cracks. The partial fusion of these cracks indicates that cracking occurred in the
presintered state.
depend on the coupling materials involved (ceramic, enamel,
resin composites, metal alloys), the contact loads, contact
surface, direction of loading and the surface roughness. The
mechanical properties such as hardness and fracture tough-
ness of the ceramic, subsurface residual stress state, the
contact pressure and its frequency, will dictate the surface
degradation over time. Ceramic chipping is classically related
to contact wear as most origins will show a worn contact
surface. When possible, information regarding the opposing
dentition (restorative material, wear facets, occlusion) should
be collected. An example of a fractographic documentation of
a contact wear related veneering ceramic fracture is illustrated
in Fig. 18, an in-situ tooth-supported zirconia veneered crown
chip-fracture. The emphasis here is to show the importance
to document properly the occlusal surface which is strongly

associated with the fracture event. Fig. 18a provides an overall
image of both the occlusal surface and the fracture surface.
The black arrow points to the origin of the chip-fracture. The
white arrows indicate the dcp. Further magnifications focus on
the fracture origin (Fig. 18b) and the important contact wear
(Fig. 18c,d) involved in the fracture process (brittle fracture
mode) of a non-leucite veneering ceramic (Zirox, Wieland). In
fact, under repetitive contact wear it becomes difficult to iden-
tify a single origin of failure. Contrary to in-vitro fractography,
clinical wear origins are mostly a result of repetitive degrada-
tion over time, exhibiting larger surface damage zones instead
of a single fracture origin. Fig. 18b shows a severe damage
accumulation zone, being responsible for the fracture event.
Only the actual fractographic patterns on the fracture plane
can be traced back to the region of the origin [70].

5.5.  Fractographic  “friendly”  and  “unfriendly”
ceramics
The identification of fracture surface markings is highly
dependent on the microstructure of the ceramic and the pro-
cessing (i.e., handlayering, heat-pressed ceramics, sintered
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Fig. 17 – SEM images of a veneering ceramic fracture after two months involving the zirconia core interface. A void of
approximately 1 × 0.5 mm over the zirconia framework covered by a ceramic liner layer was the origin of the crack. The
crack started at the red arrows radiating outwards, propagating along the white or black arrows with a twist around the
pore as confirmed by the presence of fracture surface features (i.e., hackle, wake hackle, twist hackle, arrest lines). Thermal
residual stress may have contributed to this early failure. (For interpretation of the references to color in this figure legend,
the reader is referred to the web version of this article.)
Recommendation 7: Failures involving an interface should be very carefully analysed by fractography. The probability is high that
thermal residual stresses, increased ratio of veneering ceramic to zirconia core and irregular veneering ceramic thicknesses have
contributed to the fracture event. Therefore, when possible, information on sintering schedules, cooling rates and CTE of the
veneering ceramic should be gathered from the dental laboratory.
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AD–CAM ceramic blanks). Some are very easy to analyze such
s veneering ceramics over zirconia because the crystalline
ontent is very low or absent and the appearance is like a glass
s opposed to others that are more  complex such as lithium
isilicate, feldspar-based ceramics or alumina. It is all a mat-
er of microstructure, fracture surface roughness, presence
f tiny pores showing wake hackle, magnification and time
pent using both the stereomicroscope with lateral illumina-
ion and SEM to analyze the fracture surface. An example of
n unfriendly microstructure is shown in Fig. 19 for a feldspar-
ased CAD–CAM ceramic (Vita Mark II) (Fig. 19a) as well as

ithium disilicate glass-ceramics (Fig. 19b). The feldspar-based
eramic shown has a rather rough fracture surface microstruc-

ure and the presence of a few pores may give some localized
ints as to the direction of crack propagation (dcp). A careful
nalysis of the entire piece is therefore needed to see larger
features such as a compression curl or arrest lines over the
entire part. The lithium disilicate has a smoother fracture sur-
face compared to the feldspar-based ceramic but has a very
dense structure and usually there are little to no pores to rely
on for the dcp identification. In the image  in Fig. 19b a careful
observation in the SEM allows one to distinguish many  hackle
lines running parallel to each other over the entire cracked
surface. In such cases it is even more  important to spend
time with the stereomicroscope and use lateral illumination
to bring out crack features at low magnification before going
to the SEM. This is particularly true for lithium disilicate glass
ceramics. An example of how a slight change of light angula-
tion in the stereomicroscope can highlight key crack features

such as hackle, wake hackle, Wallner lines is shown in Fig. 20.
A lithium disilicate crown broke during a try-in over a titanium
abutment. The inner occlusal corner was the crack origin at
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Fig. 18 – Replica fractographic analysis of a 12 months chip-fracture of a non-leucite veneering ceramic (Zirox) over a
zirconia core. (a) Provides an overall image of both the occlusal surface and the fracture surface. The black arrow points to
the origin of the chip-fracture. The white arrows indicate the dcp. Further magnifications focus on the fracture origin (b) and
the substantial worn occlusal surface (brittle fracture) (c,d) involved in the fracture process.
Recommendation 8: When chip fractures are involved, the occlusal surface has to be scrutinized and searched for localized contact
wear in the vicinity of the fracture origin. Especially in wear related fractography, the antagonist dentition provides additional
information (i.e. material in contact, wear facet, occlusal contacts)
it was rocking over the abutments sharp rim inducing a local-
ized contact pressure which was unfortunately combined with
some ceramic roughened surface from diamond bur adjust-
ments by the dental technician to provide some space in this
area. Fig. 20a shows a stereo image  in which the illumination
is not adequate as no crack features are visible. By changing
the light incidence angle the fracture surface starts to become
visible with many  crack features such as hackle, wake hackle
and Wallner lines (Fig. 20b). The higher magnification of the
crack origin (Fig. 20c) has just the right lightening to reveal
several hackle departing from the inner corner. When dealing
with alumina (Fig. 21a) or zirconia cores (Fig. 21b) covered with
their respective veneering ceramic, a very careful study of the
interface will be most helpful in determining the dcp as again,
the layering technique will incorporate some pores which may
give rise to some wake hackle and twist hackle The very low

content of leucite crystals in the veneering ceramic applied
over both zirconia and alumina makes them easy materials to
analyze.
6.  Fractography  from  replicas

Replication of a fracture surface with silicone impression
material [14] has the purpose of securing valuable information
regarding the fracture surface of a broken restoration that is
still in situ and which may not be retrieved without damage.
Typically it would be a remaining crown portion for which the
detached broken part has been lost [14]. The critical issue is
to obtain a good replication of the entire left over part which
includes the fracture surface for crack features, the occlusal
surface for a search of contact damage, as well as the crown
contours in order to be able to orient and locate the fracture
event with respect to the crown anatomy. Although taking an
impression is not difficult, some guidance should be followed
in order to obtain a replica of good quality. The first issue is

to have a fractured surface in situ that is as clean as possible
prior to impression taking. For that, a combination of water
spray and air should be abundantly blown on the fractured
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Fig. 19 – A fractured surface of a feldspar-based ceramic
(Vita Mark II) (a) and of a lithium disilicate glass-ceramic (b)
is shown. Both are considered as rather difficult for
identification of fractographic surface crack features and
d
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Fig. 20 – A lithium disilicate try-in failure is documented
using a stereomicroscope and lateral illumination. In (a) no
fractographic features are visible in the overall image. By
changing slightly the angle of light incidence it is possible
to make key features to appear very clearly as seen in
images (b) and (c). The white arrows indicate the crack
etermination of the direction of crack propagation (dcp).

urface to get rid of a maximum of loose plaque and biofilm.
dditional cleaning should be obtained by carefully rubbing

he surface with a chlorhexidine or NaOCl 2% soaked foam
olymeric pellet avoiding any metal contact on the fractured
urface. As a matter of fact, no metal explorer nor cleaning
r polishing pastes should be used as these will permanently
cratch the fractured surface masking in part the tiny frac-
ure surface features that the fractographic analysis is trying
o identify. The impression material for the replica should be
n addition crosslinked silicone such as a polyvinylsiloxane
PVS) and not a polyether because of chemical incompatibility

ith the epoxy pouring material. Fig. 22 shows an example of
 clinical fracture surface of a zirconia veneered bridge with
elamination of a portion of the veneering ceramic (Fig. 22a)
s well as a polyether replica poured with epoxy (Fig. 22b) both
iewed under the SEM in the same area. The polyether shows a
oor surface reproduction of details due to its chemical incom-
atibility with the epoxy.

Ideally two replicas should be taken in situ as the first
ne may have some adherent plaque on it masking impor-
ant details whereas the second impression performed on a
leaner surface will secure more  surface details. Preferably
n ultralight bodied impression material should be used as

he wetting and detail reproduction of the fractured surface
ill be better. An example of such detail reproduction based
n the viscosity of the impression materials (ultralight versus
origin failure at the inner occlusal corner.

light body) is illustrated for a zirconia bend bar fracture sur-
face. Fig. 23 shows the original fractured zirconia surface,
Fig. 23b is the epoxy reproduction of an ultralight body PVS
(Express 2, 3 M) replica, Fig. 23c of a light body PVS (Express 2,
3 M). The degree of detail with the light body PVS impression

materials is not as good as with the ultralight body. Some sili-
cone impression materials will however degas as a reaction of
Hydrogen release from the silicon and are therefore not suit-
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Fig. 21 – Alumina core (a) and zirconia core (b) with their
respective veneering ceramics. The veneering ceramic in
both cases show easy recognizable features such as wake
hackle, hackle and twist hackle visible at the interface as a
continuation of the crack front moving from the core
materials towards the veneering ceramic.
Recommendation 9: Be aware of the microstructural differences
of ceramics which will render the fractographic analysis more
or less complex. If a glassy veneering ceramic is present it will
greatly help visualize fractographic features. Use lateral
illumination (grazing angle) in a stereomicroscope to visualize
(bring out) features with ceramics that are more complex (i.e.,

Fig. 22 – SEM images of a clinical fracture surface of a
zirconia veneered bridge with delamination of a portion of
the veneering ceramic (a) as well as of a polyether replica
poured with epoxy (b) both viewed in the same area. The
polyether shows a poor surface reproduction of details due
to its chemical incompatibility with the epoxy.
Lithium disilicate, feldspathic porcelain).

able for fractographic analysis as many  air bubbles will appear
on the epoxy-poured replica as shown in Fig. 23d (Aquasil PVS,
Dentsply).

7.  Cleaning  procedure

The cleaning of in-vivo specimens is of key importance for
eliminating deposits of adherent plaque or biofilms (mainly
bacteria colonization) on the fractured surface due to expo-
sure to the oral environment. Such biofilms cannot be easily
removed if one uses only water spray, cotton swabs to rub it
off or ethanol solutions and ultrasound. A chemical dissolu-
tion has to be carried out without interfering with the ceramic
composition. Most of the existing standards are quite general

with regard to their cleaning recommendations and mention
both ethanol and acetone for ceramic surface cleaning, which
is adequate for in vitro specimens. What has however proven
to be efficient regarding biofilms on ceramic is a 16% solution
of sodium hypochlorite (NaOCl) for 5 to 10 min  in an ultrasonic
bath. A SEM example is provided in Fig. 24a of a fluorapatite
veneering ceramic fracture of an implant screw-retained all-
ceramic crown which was retrieved a few days after fracture.
The dental plaque had time to grow and to adhere to the
fracture surface and was not dissolved after 5 min  ultrasonic
cleaning in a 100% ethanol solution (top image). SEM gold and
platinum coatings can be removed by soaking the ceramic
specimen for one minute in aqua regia (1 part by volume of
HNO3 + 3 part by volume of HCl) [8] but adequate precautions
must be taken with this hazardous product (use of gloves,
mask and eye protection). Aqua regia should not to be used on
high-noble metal-ceramic restorations as it would attack the
metal. Once the gold coating efficiently dissolved, the speci-
men was ultrasonically cleaned for 5 min  in 16% NaOCl which
dissolves the biofilm. After gold-coating again, the specimen
was analyzed in the SEM. All key fractographic features such as
hackle, wake hackle, arrest lines are now easily seen (Fig. 24b)
as well as the area of palatal contact wear from which the
fracture started.
As a rule, one has to secure the original state of delivery of
the broken parts with a few stereo images before any major
cleaning is performed. Collecting images on staining, cement

dx.doi.org/10.1016/j.dental.2017.03.004
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Fig. 23 – Illustration of a detail reproduction from an original zirconia broken surface (a) and an ultralight body PVS (Express
2, 3 M)  (b), a light body PVS (Express 2, 3 M)  (c). Hydrogen release is shown in (d), after pouring epoxy in a light body PVS
(Aquasil, Dentsply).
Recommendation 10:  Optimum reproduction of detail is obtained when using replicas with a very low viscosity such as an ultralight
body silicone impression material. Tests of pouring epoxy and checking the degree of Hydrogen release (degassing)  should be carried
o

m
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ut before deciding which silicone impression material to use.

icroleakage or surface scratching with metal instruments
re part of the full case documentation [12].

.  Conclusion

ractography is an extremely powerful and useful tool for fail-
re analysis, whether applied to in vivo or in vitro fractured
arts. Both quantitative and qualitative fractography have
heir place within Dentistry. Fractographic analysis should
herefore always accompany fracture mechanics investiga-
ions, including strength, fracture toughness, wear and fatigue
tudies as well as every clinical trial in which failure is
eported. This review guidance document should encourage
nd help all researchers who  deal with fractured specimens
o include systematically this powerful tool of failure analysis
n their research work. The implementation of a more  accurate
se of fractography in every research paper should help avoid-

ng incorrect statements as to the cause of failure. Clinical
rials are encouraged to include fractographic analysis based
n retrieved parts or on replicas as valuable information can be

ollected and appropriate feed-back delivered to the manufac-
urer, the laboratory and the clinician. Only with a global and
nited effort regarding failure analysis can we improve pro-
essing and design, develop new materials and deliver clinical
recommendations on preventive measures and selection of
appropriate restorative materials to avoid premature fracture.

Appendix  A.  A  Systematic  approach  of  data
collection  (adapted  from  the  instructions  given
during  the  fractography  course:)
www.fractography.org

Description  of  material  and  failure  event

1. Which ceramic (core/veneer) (maximum information from
the processing of the dental laboratory would be helpful on
how the ceramic was handled).

2. Intra-oral location (FDI tooth numbering).
3. Time in function (years or months, date of insertion, date

of recovery).
4. Fracture event description by patient (typical questions:

was the part mobile for some time, was the fracture sudden
during chewing soft or hard food).
Collection  of  clinical  evidence

1. In case you receive the broken part from the patient, do
not clean it other than rinsing it quickly in chlorhexidine

dx.doi.org/10.1016/j.dental.2017.03.004
http://www.fractography.org
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Fig. 24 – Illustration of a fluorapatite veneering ceramic
chip-fracture of a zirconia screw-retained and implant
supported single crown. The retrieval occurred a few days
after fracture occurred, therefore covered with a thin
biofilm. (a) shows the fractured surface after 5 min
ultrasonic cleaning in alcohol. Most of the fracture surface
features are masked. (b) (100×) shows the same clinical
ceramic specimen after 1 min  of aqua regia soaking to
dissolve the gold coating followed with a 5 min  ultrasonic
cleaning in 16% NaOCl. The biofilm has been efficiently
dissolved and the fracture origin next to a worn occlusal
surface is clearly visible.
Recommendation 11:  Clinical retrieved specimens should be
ultrasonically cleaned in 16% NaOCl to dissolve the biofilm on
the ceramic fracture surface.

r

J  Prosthodont 1990;3:430–40.
[11] Quinn JB, Quinn GD, Kelly JR, Scherrer SS. Fractographic
as this part will undergo stereomicroscope documentation
first.

2. Intra-oral photo of the remaining fractured part (helps
orientation, location). X-Ray when dealing with broken
implants or abutments as it provides information on bend-
ing moments and bone level.

3. A drawing on paper of the broken restoration may also
replace an intra-oral photo.

4. Take a replica (preferably two in a row) of the fractured part
remaining in-situ.  First clean the surface with a cotton pel-
let soaked in Chlohexidine or NaOCl, then rinse thoroughly
with water-spray before blow-dry. No metallic instruments
nor cleaning pastes should be used on the fracture surface.

Avoid any air bubbles within the replica on the fracture
surface.
3 ( 2 0 1 7 ) 599–620

5. Recovery of the remnant part in-situ. Section 5 mm  away
from the fracture surface in case of a crown and try to
dislodge it.

Documentation  and  analysis  of  a  recovered  failed  part

1. Make macroscopic photos of the entire recovered broken
part (helps orientation).

2. Clean the part (ultrasonic NaOCl 16% 5–10 min).
3. Conduct a systematic stereo microscope documentation of

the fractured surface mapping all recognizable fracture fea-
tures (compression curl, arrest lines, hackle, wake hackle
(the latter one is visible at high 100–200× magnification
only)).

4. Draw a sketch of the stereo findings. Use arrows to show
the direction of crack propagation.

5. Do a SEM analysis confirming findings from stereo obser-
vations. Go through a systematic search of fractographic
features which will allow a final mapping of the general
crack path and sequence of events.

6. Create a powerpoint presentation including all pertinent
clinical, stereo and SEM images in a structured way for dis-
cussion with colleagues. Remain clear, precise and concise!
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